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Relle Decoration Material Guangzhou Co.,Ltd.
No.311 BaiShi industrial plaza,Jixian road,Baiyun district, Guangzhou,China

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC homogeneous
flooring

SGS Job No. : CP17-023256 - GZ

Main Substance : PVC resin,calcium carbonate,stabilizer,color compund,fiber glass

Country of Origin : CHINA

Date of Sample Received : 03 May 2017

Testing Period : 03 May 2017 - 08 May 2017

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results do not comply

with the limits as set by RoHS Directive (EU) 2015/863 amending Annex Il to
Directive 2011/65/EU.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

7.

Alkene Liang
Approved Signatory
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Test Results :
Test Part Description :
Specimen No. SGS Sample ID Description
SN1 CAN17-077628.003 Green plastic sheet w/ blue backing

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU

Test Method : (1)With reference to IEC 62321-5:2013, determination of Cadmium by ICP-OES.
(2)With reference to IEC 62321-5:2013, determination of Lead by ICP-OES.
(3)With reference to IEC 62321-4:2013, determination of Mercury by ICP-OES.
(4)With reference to IEC 62321-7-2:2017, determination of Hexavalent Chromium by Colorimetric
Method using UV-Vis and/or with reference to IEC 62321-5:2013, determination of Chromium by
ICP-OES.
(5)With reference to IEC 62321-6:2015, determination of PBBs and PBDEs by GC-MS.

Test Item(s) Limit Unit MDL 003
Cadmium (Cd) 100 mg/kg 2 ND
Lead (PDb) 1,000 mg/kg 2 ND
Mercury (Hg) 1,000 mg/kg 2 ND
Hexavalent Chromium (CrVI) 1,000 ma/kg 8 ND
Sum of PBBs 1,000  mgl/kg - ND
Monobromobiphenyl mg/kg 5 ND
Dibromobiphenyl mg/kg 5 ND
Tribromobiphenyl mg/kg 5 ND
Tetrabromobiphenyl mg/kg 5 ND
Pentabromobiphenyl mg/kg 5 ND
Hexabromobiphenyl mg/kg 5 ND
Heptabromobiphenyl mg/kg 5 ND
Octabromobiphenyl mg/kg 5 ND
Nonabromobiphenyl mg/kg 5 ND
Decabromobiphenyl mg/kg 5 ND
Sum of PBDEs 1,000  mgl/kg - ND
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Test Item(s) Limit Unit MDL 003
Monobromodiphenyl ether - mg/kg 5 ND
Dibromodiphenyl ether - mg/kg 5 ND
Tribromodiphenyl ether - mg/kg 5 ND
Tetrabromodiphenyl ether - mg/kg 5 ND
Pentabromodiphenyl ether - mg/kg 5 ND
Hexabromodiphenyl ether - mg/kg 5 ND
Heptabromodiphenyl ether - mg/kg < ND
Octabromodiphenyl ether - mg/kg 5 ND
Nonabromodiphenyl ether - mg/kg 5 ND
Decabromodiphenyl ether - mg/kg 5 ND
Notes :

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.IEC 62321 series is
equivalent to EN 62321 series
http://www.cenelec.eu/dyn/wwwi/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:12586
37,25,

(2) The result of Hexavalent Chromium (Cr(VI)) is “ND” as the result of Chromium (Cr) is “ND”, and
confirmation test of Hexavalent Chromium (Cr(VI)) is not required.

(3) If the Chromium (Cr) content is greater than the MDL of Hexavalent Chromium (Cr(VI)). And

confirmation test of Hexavalent Chromium (Cr(V1)) is required.

Notes: #= Exceeds the limit
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Test Report

ATTACHMENTS

No. CANEC1707762803

RoHS Testing Flow Chart

1) Name of the person who made testing: Edith Zhang / Sunny Hu
2) Name of the person in charge of testing: Bella Wang / Qiong Liu
3) These samples were dissolved totally by pre-conditioning method according to below flow chart.

(Cre+ and PBBs/PBDEs test method excluded).

Date: 08 May 2017

Page 4 of 5
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Sample photo:

CANEC1707762803

CAN17-077628.003

SGS authenticate the photo on original report only

*** End of Report ***
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